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TECHNICL NOTES

NOTES CONTENT

GENERAL NOTES

Metal structure treatment

Iron structures should be painted to prevent rust and improve equipment life. 

- Remove loose rust with a wire brush, sandpaper or chemical rust remover.   

- If applicable, sand areas where paint is chipping until surface is smooth.  

- Remove dust or oil with a degreaser or denatured alcohol.   

- Prime surface to protect against rust and corrosion

Wood treatment

- The wood must be treated with pesticides and kiln-dried to ensure adequate humidity.

- Wood sealer should be applied for later use. 


